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Abstract

In modern energy-efficient drive sys-
tems frequency converters are increa-
singly used to control the motor and
enable optimum and adjustable ope-
ration.

In the quest for ecological generation
of electric energy wind turbines are
an option. Modern types, like double-
fed induction generators (DFIG) utili-
ze a frequency converter to control the
generator’s rotor windings. In both
applications the frequency converter
control offers many beneficial featu-
res, like e.g. energy-regeneration ca-
pabilities and variable rotational
speeds. 

On the downside, the converters can
also cause parasitic currents to flow
through the bearings of the attached
electric machines. These currents may
ultimately lead to bearings failure. In
order to obtain better understanding
of this process, test bearings are expos-
ed to currents of variable intensity,
 similar to the ones found in field ap-
plication. The surfaces of the rolling
elements are then analysed by an Ato-
mic Force Microscope to give insight
into the damaging mechanisms. The
results are a good starting point for
defining relevant physical parameters
causing electrical erosion in rolling be-
arings.

de the electric machine, causes current flow
according to I = C·dV/dt. Many different cur-
rent paths are possible inside such a machine.
Some of them unfortunately include the bea-
rings, which depending on their actual impe-
dance [10] might eventually get harmed by
active current flow. In these modern drive
systems the current flow, and hence the de-
position of harmful energy, is not continuous
anymore, but a discrete process. In worst ca-
se it is repeated with every switching opera-
tion of the frequency converter. 

3  Experimental set-up

For investigation of the damage done by a
single current pulse only, test bearings were
exposed to a limited number of current pulses
in a test rig. Because of benefits in handling
of the tests and of the subsequent analysis
thrust ball bearings were used.

the application of frequency converters to
control electric machines (motors and gene-
rators) is increasing steadily. Variable speed
drive-systems, utilising such control electro-
nics, are capable of saving energy in various
applications – especially pumps, fans, electric
power engines, lifts … [1] Furthermore, in
the quest for ecological usage of electric ener-
gy, wind power is an excellent possibility.
Here, due to some beneficial properties, wind
power systems using doubly-fed induction
generators (DFIGs) are used very commonly
[2]. These DFIGs also utilise frequency con-
verters to enable power generation at varying
wind speed and, hence, rotor speeds.

1.1 Technical background

Despite enabling many energy-efficient dri-
ving applications as well as applications for
ecological production of electric power, on
the far side frequency converters also may
provoke reliability problems in the electric
machines. The frequency converters usually
cause (additional) bearing currents [3] that
can harm the bearings of the electric and/or
driven machine and, ultimately, may lead to
premature failure [4, 5].

In this paper, specially modified bearings are
exposed to defined electric stress, similar to
what is found in real applications. Only a
small number of electric current pulses are
applied by discrete electronics during a stan-
dardised run on a test rig. The surfaces of the
test bearing’s rolling elements are then ana-
lysed using an atomic force microscope
(AFM). Damage to the surface caused by sin-
gle current pulses is identified for various in-
tensities of current flow. Furthermore, diffe-
rent mechanical operating conditions are
compared.

2  Types of bearing currents

Apart from classical low-frequency bearing
currents, which are known to damage bea-
rings in electric machines for decades [6, 7],
electric machines equipped with a frequency
converter may suffer from high-frequency
currents [8, 9]. These currents are mainly cau-
sed by the common mode voltage and the
high slew rates of the phase voltage signals
delivered by these converters.

The voltage signals delivered to the electric
machines are generated by pulse width mo-
dulation (PWM) and contain voltage pulses
of high slew rates (typically 2-10 kV/µs).
This, in combination with inherent parasitic
stray capacitances between major elements
(e.g. frame to winding …, see Figure 1) insi-

Kurzfassung

In modernen energieeffizienten Antriebssys-
temen werden Frequenzumrichter verwendet,
um Motoren zu steuern und optimal und va-
riabel zu betreiben.

Windkraftanlagen sind eine Möglichkeit um
elektrische Energie ökologisch bereitzustel-
len. Moderne Varianten, wie doppelt-ge-
speiste Asynchrongeneratoren, verwenden
Frequenzrichter zur Steuerung der Rotor-
wicklungen des Generators. In beiden An-
wendungen bringt der Frequenzumrichter
Vorzüge, wie z.B. die Möglichkeit zur Ener-
gie-Rückgewinnung und variable Drehzahl. 

Nachteilig ist die Gefahr, dass dadurch para-
sitäre Strome verursacht werden, welche
durch die Lager der elektrischen Maschine
fließen. Diese Ströme können schlussendlich
zu Lagerausfällen führen. Um den Schädi-
gungsprozess besser zu verstehen werden
Ströme, ähnlich denen in realen Anwendun-
gen, in verschiedenen Intensitäten durch Pro-
belager geleitet. Die Oberflächen der Roll-
elemente werden mit Hilfe eines Rasterkraft-
mikroskops analysiert, um den Schadensme-
chanismus zu erforschen. Die gefundenen
Ergebnisse geben einen guten Startpunkt für
weitere Untersuchungen bezüglich der physi-
kalischen Einflussfaktoren, die Elektroero-
sion in Wälzlagern hervorrufen.

Keywords: electrical erosion, bearing cur-
rents, microcraters, electric discharge machi-
ning, rolling bearings

1  Introduction

1.1 Economic background

In recent years, assisted by the promotion of
energy-efficiency and alternative energy use,
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Figure 1: Inherent stray capacitances in a three-phase induction motor driven by a frequen-
cy converter

Figure 4: Operating principle of current-applying electronics

Figure 2: Test bearing consisting of one
steel test RE and two ceramic supporting
RE

Figure 3: Sketch of the test rig’s mechanical
set-up

Like in the real application, the electric ener-
gy was applied in a short period of time with
comparably long idle periods in between the
single pulses. The coupling capacitors (CU
and CL) are in the order of some nF. The du-
ration of the voltage slope is 100 ns set by the
resistors RU and RL. The pulse repetition fre-
quency in all experiments was rather small
compared to modern frequency converters
and was in the range of 1-2 kHz.

were attached to the bearing. The electronic
circuit simulated the current pulses delivered
by a frequency converter. The capacitive cou-
plings inside an electric machine were imita-
ted using discrete capacitors. The frequency
converter itself was imitated by power tran-
sistors applying a square voltage signal to the
capacitors, thereby coupling currents to the
bearing. Figure 4 shows the principle of this
circuit.

The test bearings were modified bearings of
SKF type 51305. Instead of nine rolling ele-
ments (REs) made of 100Cr6 bearing grade
steel only three rolling elements were used:
one test rolling element made of electrically
conductive bearing grade steel, the two other
supporting elements made of insulating sili-
con nitride as used in hybrid ball bearings
(see Figure 2). Subsequently, there was only
one distinct current path connecting the two
washers of the bearing, namely through the
one conductive rolling element. All test bea-
rings were lubricated with the same out-of-
the-shelf grease consisting of a mineral base
oil and lithium soap thickener. The actual test
specimen, which later was analysed, was the
one steel rolling element. Therefore, in cour-
se of a test series not the whole test bearing
was exchanged, but only the steel rolling ele-
ment was replaced (washers and cage were
left unchanged).

3.1 Mechanical set-up

The test rig (a sketch of the set-up is depicted
in Figure 3), available at SKF Österreich AG
and initially designed for testing of standard
thrust ball bearings, was modified to enable
the application of specific electric regimes to
the bearing’s washers. The support bearings
were hybrid ones; the test rig’s shaft (and hen-
ce also the shaft washer of the test bearing)
was contacted via a rotating mercury contact.
A polyamide disk was used to insulate the lo-
aded housing washer against the test rig. The
contact to this washer was established by a
brass screw going through this insulation lay-
er. Mechanical load was applied using a
spring/lever combination and controlled with
a load cell.

3.2 Experimental procedure

A manifold of test runs was carried out with
varying rotational speed and electric parame-
ters. The mechanical load, however, and the
running times were kept constant in all those
test runs. First of all, a new bearing (more pre-
cisely the test bearing equipped with a new
rolling element) was mounted onto the shaft.
Then it was loaded with an axial force of
400 N. The test bearings (or the new rolling
elements) were run-in for 5 minutes without
any electric stress being applied. Run-in was
followed by application of specific current
pulses for 10 minutes. After that, first the cur-
rent-applying electronics had been disenga-
ged, and then the rotation of the shaft was
stopped. The test rig was disassembled until
there was free access to the test bearing. Then
the housing washer was removed cautiously.
The steel rolling element’s top position was
marked by two scratches. This had been do-
ne to later identify a spot on its surface that
presumably has been exposed to current flow
in the contact zone between rolling element
and washer.

3.3 Electric regimes

For application of high-frequency pulse cur-
rents (HFPCs), specially designed electronics
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Figure 6: AFM topography of RE samples created at different rotational speeds

Figure 6a: n = 1000 rpm; Vd = 30 V Figure 6b: n = 120 rpm; Vd = 30 V

Figure 6c: n = 60 rpm; Vd = 30 V Figure 6d: n = 60 rpm; Vd = 0 V

Figure 5a: Current pulse with short-circuited terminals with 
Vd = 30 V

Figure 5b: Current pulse applied to bearing at 1000 rpm with 
Vd = 30 V

Furthermore samples, all tested using a rota-
tional speed of 1000 rpm, with various elec-
tric driving voltages are compared. In Fig-
ure 7, single distinct damage features of the
surface topography are shown. Generally, the
biggest sized features found on the sample
surface were chosen for display. These featu-
res are more likely created by a current pulse
with an intensity similar to the measured ma-
ximum current. Based on the topography the
extent of the damage is calculated and values
for the samples shown in Figure 7 are given
in Table 1.

for the sample with 120 rpm and 60 rpm, res-
pectively, was nearly as high with about
2.0 A. The sample with 1000 rpm showed
slightly less average current of 1.9 A. Still,
on its surface only the bearing with
1000 rpm rotational speed (Figure 6a)
shows strikingly distinct damage features
caused by the electric current passage. The
other rolling elements electrically treated at
120 rpm and 60 rpm, respectively (Fig-
ure 6b/c), can hardly be distinguished from
the sample tested at 60 rpm without any cur-
rent (Figure 6d).

To vary the intensity of the current pulses, the
driving voltage Vd was set to a specific value
between 0 and 30 V. Naturally the voltage
applied to the bearing was also affected by
this measure. However, it was found to be the
better solution compared to exchanging the
coupling capacitors to vary current intensity,
because of large tolerances and different fre-
quency behaviour of the different discrete ca-
pacitors.

With the terminals of the electronics being
short-circuited, variation of the driving volta-
ge results in peak-current values between 0
and approximately 2.5 A (see Figure 5a). In
the actual experiment the electric state of the
bearing, unsurprisingly, exhibits a great in-
fluence on the current passing through (com-
pare Figures 5a and 5b). This is the reason
why the applied current pulses cannot be kept
uniform. Therefore, in each experiment the
current intensities were monitored for a num-
ber of events and statistically analysed.

3.4 Analysis of the samples

Analysis of the sample rolling elements was
done with an Atomic Force Microscope
(AFM). Contact mode was used to record the
surface topography and look for damages do-
ne by the discrete current pulses applied in the
test runs.

Generally, an overview picture of 80 x 80 µm2

was scanned in the region that had been mar-
ked in course of the experimental procedure.
One typical feature was then scanned in mo-
re detail at 10 x10 µm2.

4  Results 

Figure 6 shows the topographies of sample
rolling elements for 30 V of driving voltage
and, as a reference, one without any bearing
currents. The current pulses of 500 events
were recorded and analysed. This revealed
that all three samples were exposed to a pe-
ak current of roughly 2.1 A. Average current
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Figure 7: AFM topography of RE samples created with different levels of driving voltage
and, hence, bearing current intensity. Rotational speed n = 1000 rpm

Figure 7a: Vd = 30 V Figure 7b: Vd = 20 V

Figure 7c: Vd = 10 V Figure 7d: Vd = 0 V

Table 1: Measurements of peak current flow and affected area of samples shown in Figure 7

6  Summary

In practical applications, electric bearing da-
mage is only evaluated after an already huge
damage, like micro-cratering (consisting of
billions of current pulses) or fluting (a secon-
dary damage) has occurred. This paper for the
first time presents the damage done to bea-
rings by single current pulses, similar to tho-
se found in modern drive systems comprising
frequency converters. It gives a good starting
point for further investigation regarding
threshold limits and the damaging mecha-
nisms.
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contact (lower resistance compared to the
sample run at 1000 rpm) between the washers
and the rolling element. Still, damage to the
material cannot be fully discarded since other
material properties (microstructure, grains,
hardness …) might be affected.

The comparison of samples with different
driving voltages and, hence, different cur-
rent intensities shows the expected trend
(Figure 7 and Table 1): the features become
bigger in size with increasing current inten-
sity. This is especially valid for the samples
with 10 V and 20 V of driving voltage. The
difference between the samples with 20 V
and 30 V is only marginal. However, it has
to be noted that there was no possibility for
exact determination of the particular current
pulse intensity associated with the display-
ed craters. So it is not sure that the display-
ed crater represents one that was created
with a current pulse close to the maximum
measured value.

5  Discussion

The samples created at 1000, 120 and 60 rpm,
respectively, and with a driving voltage of 
Vd = 30V (displayed in Figure 6) show that
the resulting damage caused by an electric re-
gime clearly differs depending on the bear -
ing’s mechanical operating conditions, in this
case the rotational speed. Operated at a rota-
tional speed of 1000 rpm (Figure 6a), and
therefore in a full-film lubrication regime, the
samples show distinct features in their surfa-
ce topography. This strongly indicates that
material has been reworked by the electric
current flow. The samples operated at lower
rotational speed (120 rpm and 60 rpm) were
in a boundary lubrication regime during the
test. Here, the AFM topography scan shows
no distinguishable features compared to the
sample that was operated with no current
flow at all. Obviously, the current pulses did
not manifest in permanent change of the sur-
face topography, possibly because of better
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